
 

 
 
 
 

                               
 

 
Figure 10: 30 Times Microscopy Photo of Diffusion of Araldite into Thermoplastic Composite 

 
            
 
 
 
 
 

                          
 

Figure 11: 300 Times Microscopy Photo of Diffusion of Araldite into Thermoplastic Composite 
 

 



 

                         
Figure 12: 1500 Times Microscopy Photo of Diffusion of Araldite into Thermoplastic Composite 

 
 

 

 


